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                     Table 6. TG analysis of foams
	Foams obtained from oligoetherols
	No Comp 
as Table 3
	T5%
	T10%
	T25%
	T50%

	mMPP:EC = 1:22 
	14
	197
	250
	305
	373

	mMPP:EC:PC = 1:10:6 
	19
	225
	251
	305
	370



