Statement of novelty
Photocatalytic activity of binary and ternary mixed metal ferrites is tested for degradation of the dye Malahite Green under UV light irradiation where more than 50% of the dye is degraded within 90 min. The photocatalytic activity depends on the milling time of the samples and the Zn(II)/Co(II) ratio in the catalysts. A synergetic effect of α-Fe2O3 and the spinels on the photocatalytic activity is observed.
